Siddhartha Spectro Pvt. Ltd.

(NABL Accredited Laboratory vide certificate No: TC-7270)

Address: Plot No.20, New Mandoli Industrial Area, Shahdara, Delhi-110093
CIN No: U74999DL2021PTC377846 ; Website: www.siddharthaspectro.in

E-mail: siddharthaspectro@gmail.com ; Ph.No: 9560422870, 9717980908, 9873242909, 9810161092 TC-7270
SSIMSF/5.1041 TEST REPORT NUMBER:  251016182-01 ULR NUMBER : TC727025000015394F
CUSTOMER DETAILS SAMPLE DETAILS
VARMAN METALS JOB REGISTRATION NO. 2528690
19, BALWANT NAGAR, JAIL CHUNGI, Meerut, Meerut, Uttar
Pradesh, 250001 DATE OF RECEIPT 16-10-2025
DATE OF ISSUE 16-10-2025
PHONE : 6396811315
EMAIL : VARMANMETALS@GMAIL.COM DESCRIPTION-
ZINC SAMPLE
Test Report
Program : Zn-01-F Performance Date : 16-10-2025
Comments : Zn-Orientation Performance Time: 18:43:34

SampleID : 251016182
Discipline : Chemical  Group : Metals & Alloys

Element Observation (%) Test Method
Aluminium 2.992 1S:2599-1983 (RA.2022)

Tested by: Ishrar Ahmed (Lab Analyst) End of Report Reviewed & Authorized by:

Terms & Conditions:

. The sample description is not verified in all cases and is given “As described by customers”. Samples are not drawn by us.

. Total liability of our work is limited to the invoice amount and no liability will be accepted after the sample is returned.

. Sample will be disposed off after 30 days.

. The result listed refers only to the tested samples and applicable parameters, not to their replicates or batch.

. Any complaints about this report should be communicated in writing within 7 days of issue of this report.

. This report is not to be reproduced wholly or in parts and cannot be used as evidence in a court of law, without written approval
of the laboratory. Endorsement of product is neither inferred nor implied.

7. Statement of conformity has been provided without taking measurement uncertainty into account as requested by the customer.
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Siddhartha Spectro Pvt. Ltd.

(1S0-9001:2015 Approved Laboratory ; CIN No- U74999DL2021PTC377846 )

Address: Plot No.20, New Mandoli Industrial Area, Shahdara, Delhi-93 Website: www.siddharthaspectro.in
E-mail: siddharthaspectro@gmail.com Ph. No.: 9560422870, 9717980908, 9873242909, 9810161092

SS/MSF/5.10.1 TEST REPORT NUMBER:  251016182-01/ 1
CUSTOMER DETAILS SAMPLE DETAILS
VARMAN METALS JOB REGISTRATION NO. 2528690
19, BALWANT NAGAR, JAIL CHUNGI, Meerut, Meerut, Uttar
Pradesh, 250001 DATE OF RECEIPT 16-10-2025
DATE OF ISSUE 16-10-2025
PHONE : 6396811315
EMAIL : VARMANMETALS@GMAIL.COM DESCRIPTION-
ZINC SAMPLE
Test Report
Program . : Zn-01-F Performance Date : 16-10-2025
Comments : Zn-Orientation Performance Time: 18:43:34

SampleID : 251016182
Discipline : Chemical  Group : Metals & Alloys

Element Observation (%) Test Method

Zinc 88.41 1S:2599-1983 (RA.2022)
Copper >6.100 1S:2599-1983 (RA.2022)
Lead 1.658 1S:2599-1983 (RA.2022)
Cadmium 0.083 1S:2599-1983 (RA.2022)
Tin 0.1082 1S:2599-1983 (RA.2022)
Iron 0.641 1S:2599-1983 (RA.2022)
Magnesium 0.003 1S:2599-1983 (RA.2022)

Ishrar Ah Al :
Testad by: shrar Ahmed (Lab Analyst)

Terms & Conditions:

. The sample description is not verified in all cases and is given “As described by customers”. Samples are not drawn by us.

. Total liability of our work is limited to the invoice amount and no liability will be accepted after the sample is returned.

. Sample will be disposed off after 30 days.

. The result listed refers only to the tested samples and applicable parameters, not to their replicates or batch.

. Any complaints about this report should be communicated in writing within 7 days of issue of this report.

. This report is not to be reproduced wholly or in parts and cannot be used as evidence in a court of law, without written approval of the laboratory.
Endorsement of product is neither inferred nor implied.

7. Statement of conformity has been provided without taking measurement uncertainty into account as requested by the customer.
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